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This report is issued in accordance with the Conditions of Business of Ceram Research Limited and relates only to the sample(s) tested. No responsibility
is taken for the accuracy of the sampling unless this is done under our own supervision. This report shall not be reproduced in part without the written
approval of Ceram Research Limited, nor used in any way as to lead to misrepresentation of the results or their implications.

Ceram is the trading name of Ceram Research Limited. Registered in England No. 1960455 Registered Office as above.

Please find attached the results for the sample(s) recently submitted for analysis.
Opinions and interpretations expressed herein are outside the scope of UKAS Accreditation.
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Ceram Reference:
Customer Reference:
Description: 

(135405)-22969
Birchover Gritstone
Natural Stone Masonry 

End of Test Report 

Thermal Conductivity (W/m.k)

1.76 

Taken from tabulated values based on values determined from EN 772-13: 2000 

Determination of Thermal Conductivity 
Tested in Accordance with EN 1745: Annex A Masonry and Masonry Products,

Methods for Determining Design Thermal Values 
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