
Modulus of
Rupture

No. MPa
1 1 6.5
2 2 6.3
3 3 5.9
4 4 6.1
5 5 4.0
6 6 5.9
7 7 6.2
8 8 6.5
9 9 6.1
10 10 6.2
99 Mean 6.0
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is taken for the accuracy of the sampling unless this is done under our own supervision.  This report shall not be reproduced in part without the written
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Modulus of
Rupture

No. MPa
1 1 5.3
2 2 5.7
3 3 4.7
4 4 6.2
5 5 4.8
6 6 4.5
7 7 5.7
8 8 5.2
9 9 5.3
10 10 5.8
99 Mean 5.3
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