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Ceram Reference: (135405)-22969 
Customer Reference: Birchover Gritstone  
Description: Natural Stone Masonry 
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Determination of Geometric Characteristics 
 (BS EN 13373: 2003)  
 
 

Length (mm) Width (mm) 
No 1 2 3 No 1 2 3 
1 100.7 100.6 100.6 1 100.5 100.6 100.8 
2 100.4 100.6 100.6 2 100.4 100.6 100.6 
3 100.7 100.7 100.6 3 100.6 100.4 100.6 
4 100.8 100.7 100.7 4 100.5 100.5 100.6 
5 100.4 100.5 100.6 5 100.3 100.4 100.5 
6 100.3 100.4 100.3 6 100.4 100.4 100.5 

Mean 100.6 100.6 100.6 Mean 100.5 100.5 100.6 
 
 
 

Thickness (mm) 
No 1 2 3 4 5 6 7 8 
1 99.4 99.5 99.4 99.5 99.4 99.6 99.6 99.5 
2 100.1 100.2 100.1 100.2 100.6 99.9 99.1 99.7 
3 99.7 99.4 99.7 100.1 100.1 100.2 100.2 100.1 
4 100.2 100.1 100.4 100.3 100.2 100.2 100.1 100.6 
5 100.4 100.3 100.2 100.1 100.1 100.3 100.3 100.2 
6 99.6 99.7 100.1 100.4 100.3 100.3 100.3 100.2 

Mean 99.9 99.9 100.0 100.1 100.1 100.1 99.9 100.1 
 
 
 

Flatness (mm) 
No 1 2 3 4 5 6 7 8 
1 0 0 0 0 0 0 0 0 
2 0 0 0 0 0 0 0 0 
3 0 0 0 0 0 0 0 0 
4 0 0 0 0 0 0 0 0 
5 0 0 0 0 0 0 0 0 
6 0 0 0 0 0 0 0 0 

Mean 0 0 0 0 0 0 0 0 
 
 
 

Squareness of Face (mm) Squareness of Edge (mm) 
No Corner 1 Corner 2 Difference Edge 1 Edge 2 Edge 3 
1 89 90 1 0 0 0 
2 90 90 0 0 0 0 
3 89 89 0 0 0 0 
4 90 90 0 0 0 0 
5 90 90 0 0 0 0 
6 89 90 1 0 0 0 

Mean 90 90 0 0 0 0 
 
 
 
 

End of Test Report 




